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INTRODUCTION
The leakage of endodontic dressing seals is important 
for two reasons. Bacteria and irritant substances may 
leak into the pulp cavity, and beyond, from the mouth. 
Equally, toxic drugs such as arsenical preparations may 
escape from the pulp cavity.
Much has been written about the leakage of dental 
restorations and a variety of methods have been used to 
study the phenomenon. Seven techniques which have 
been applied are mentioned by Going (1972), namely, 
radioactive isotope penetration, dye penetration, 
bacterial penetration, air pressure, marginal percola­
tion, scanning electron microscopy and neutron activa­
tion analysis, and it is suggested that future investi­
gations might employ electron microprobe analysis and 
ion beam milling.
The bulk of published observations on leakage relate to 
materials which it is hoped will be durable. Never­
theless, the leakage of temporary materials used as en­
dodontic dressing seals has received the attention of a
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number of observers. Grossman (1939) tested the 
leakage of 10 materials by a dye penetration method, 
using glass tubes to contain the materials. The period of 
exposure to the dyes was not stated, nor were the details 
of bacterial penetration tests reported. The conclusion 
reached was that zinc oxide/eugenol(ZOE) cements do 
not leak. Parris and Kapsimalis (1960) used a dye 
penetration method to test the leakage of 9 materials. 
Room temperature and thermal cycled tests were used 
and the period of exposure to the dye was 72 hours. 
Cavit and ZOE were most effective in preventing 
leakage. Messing (1961) used dye penetration to study 
the leakage of a polystyrene-fortified ZOE cement, 
another ZOE cement and a zinc phosphate cement. 
Neither of the ZOE materials leaked, but the period of 
exposure to dye was only 24 hours. Swartz and Phillips 
(1962) employed radioactive isotope penetration to 
compare the leakage of ZOE and gutta-percha. ZOE 
did not leak but gutta-percha did with a 24 hour ex­
posure to isotope solution. Longer exposure resulted in 
leakage of ZOE. Parris ��� ��  (1964) examined the 
leakage of 12 temporary filling materials by dye pene­
tration, following an immersion period of 72 hours. 
Four of the materials did not leak, but when the 
materials had been subjected to thermal cycling only 
CAVIT and KWIKSEAL permitted no leakage. The
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sealing efficacy of the materials was also investigated by 
a bacterial penetration method, and it was found that 4 
of the temporary filling materials did not leak, including 
CAVIT and KWIKSEAL. Marosky, Patterson and 
Swartz (1977), in another radioactive isotope penetra­
tion study, examined 6 temporary sealing materials, us­
ing exposure periods of 3 days and 10 days, with and 
without thermal cycling. All the materials leaked under 
all conditions.

MATERIALS AND METHODS

The materials selected for testing were 5 zinc polycar- 
boxylate cements, 3 ZOE preparations and one zinc ox- 
ide/polyvinyl material. The materials are identified in 
Table I. DURELON is supplied with the liquid in a 
graduated syringe, POLY-F is a fluoridated cement, 
OXICAP is capsulated, BONDAL comes as bottled 
powder and liquid and BONDALCAP-C is presented in 
a syringe-capsule. NOBETEC has fibres incorporated 
in the zinc oxide powder and Canada balsam and 
balsam of Peru in the liquid, EUGENOL CEMENT is 
an accelerated ZOE preparation and PROPAC is a two- 
paste system packed in collapsible tubes. CAVIT is 
stated to contain zinc oxide, calcium sulphate, zinc sul­
phate, glycol acetate, polyvinyl acetate, polyvinyl chlo­
ride -  acetate, and triethanolamine (Widerman, Eames 
and Serene, 1971; and Marosky, et al, 1977). It is 
presented as a single paste in a collapsible tube and may 
be had in white or red. NOBETEC may also be had with 
red colouring in the liquid. The materials used in this 
study were without red colouring.
One hundred extracted non-carious adult, human, 
canine teeth were stored under refrigeration until re­
quired and then cleaned with hand scalers and pumice. 
Access cavities were cut in the lingual surfaces of the 
teeth using a diamond point in an air turbine handpiece 
to gain access and extended and undercut with a large 
round steel bur at slow speed, and tne root canals were 
cleaned and enlarged with sodium hypochlorite solu­
tion and hand files to file size 60. The teeth were dried 
with compressed air and a size 30 paper point was in­
serted in the root canal of each tooth.

Each test material (except material 9) was mixed in ac­
cordance with the manufacturer’s instructions and plac­
ed in the access cavities of 10 of the prepared teeth. 
Materials 1, 2 and 4 were mixed to a luting consistency, 
for better wetting. Material 9 requires no mixing. 
Materials 1, 2, 3 and 4 were difficult to insert deeply 
into the access cavities, due to the presence of air 
trapped by the cements. These materials also showed a 
tendency to pull away from cavity margins during the 
removal of excess cement. Because of the aforemen­
tioned difficulty experienced in inserting the zinc 
polycarboxylate cements deeply into the access 
cavities, material 5 was included in this study. One of 
the authors (S.K.) routinely uses JIFFY * 1 tubes to insert 
material l in access cavities in clinical endodontic prac­
tice. Hence 10 teeth were tested with material l, using 
JIFFY tubes for cement application. The cement in­
serted with JIFFY tubes and material 5 were both 
trimmed in the same manner as the other zinc poly­

carboxylate specimens. Little difficulty was experienc­
ed with the insertion of materials 6, 7, 8 and 9, which 
were tamped down in the access cavities with cotton 
wool saturated with water. Small amounts of excess 
material were removed with excavators from the lingual 
enamel of all 100 teeth when the cements had set. The 
roots of the teeth were examined closely and in all cases 
where the apical foramina were large enough to permit 
application of a seal the foramina were sealed with 
SEVRITON 2 direct filling resin. The surfaces of the 
teeth were then painted with two coats of celluloid 
(nail) varnish, the cement surfaces and cavity margins 
being left uncovered. The teeth were then immersed in 
a solution of BLAK-RAY 3 red fluorescent water dye 
(strength -  one tablet in 25 ml deionized water) for 144 
hours at 37 °C. This dye was used by Holliger (1967) 
and is readily detected by ultraviolet fluorescence. The 
bottles containing the specimens were numbered for 
identification of the materials used after examinations 
were completed.

Subsequently the varnish was removed from the crowns 
of the teeth with excavators and the crowns were 
separated from the roots using a diamond disc 910/54, 
size ISO 220 4. The paper points were removed from 
the root canals and examined and graded according to 
the amount of staining. The grading was done by the 
following criteria:

00 No fluorescence in ultraviolet.
0 No staining in white light.
1 Slight staining in white light.
2 Moderate staining in white light.
3 Heavy staining in white light.

When a paper point was graded 0, it was examined 
microscopically by ultraviolet radiation. In such cases 
the paper point was examined alongside an unused 
paper point. This control was considered necessary 
because some paper points, under certain circum­
stances, exhibit autofluorescence in ultraviolet radia­
tion (Fig. I). The crowns were embedded in a clear 
resin and then sectioned longitudinally in a labio-lingual 
plane, using a diamond wheel on an ISOMET 11-11805 
low speed saw. The sections were mounted in a glyce­
rine medium, the cover slips being sealed at the edges 
with model cement (“sticky wax”). The sections were 
examined microscopically by ultraviolet light. All 
microscopic exam inations were made using a 
UNIVAR6 microscope. The amount of leakage seen 
microscopically was graded by the following criteria:

1. No leakage;
2. Leakage not beyond the amelo-dentinal junction;
3. Leakage into the pulp chamber.

2. Amalgamated Dental, London, England.
3. U.V. Products Inc., San Gabriel, U.S.A.
4. Hager & Meisinger Gmbh. Diisseldorf, West Germany.
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